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Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(323) 989-1404

BONDAR-CLEGG

REPORT: 098-1550 ( COMPLETE > REFERENCE INFO: NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY! J. BARRON 
DATE PRINTED: 16-BEC-S8

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 31 0,002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 31 2 -150 31 Assss Prep 31
Seissple Pickup 1

remarks: final results are reported,

REPORT COPIES TO! MR. JIM BARRON 

MR, JIM BARRON

INVOICE to: MR, JIM BARRON

Bo dar-Clegg, Inc. 
12 80 West Cedar Dr. 
Lakewood, Colorado 80228 
q 3) 989-1404 

REPORT: 098-1550 { COMPLETE ) 

CLIENT: BROHH MINING CORP, 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEHENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

31 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR , JIM BARRON 
MR , JIM BARRON 

BC 
· BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

31 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

31 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED: 16-DEC-88 

METHOD 

Fire Assa'::! 

SAMPLE PREPARATIONS NUMBER 

Assa'::( Prep 
Sat1Ple Pic¥,UP 

31 
1 

INVOICE TO: HR, JIM BARRON 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(3<|, 989-1404
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EC
BONDAR-CLEGG

REPORT*. 098-1550 project: none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-516-0-5 0,010
D2 R88-516-5-10 0,013

D2 RS8-516-10-15 0,016
D2 R88-516-15-20 0,008
D2 RS8-516-20-25 0,002

D2 R88-516-25-30 0,010
D2 R38-516-30-35 0,007

D2 R88-516-35-40 0,003
D2 R88-516-40-45 0,003
D2 RS8-516-45-50 0.004

D2 R88-516-50-55 0.003
D2 R88-516-55-60 0.006

D2 R88-516-60-65 0.004
D2 R88-516-65-70 0.006
D2 R88-516-70-75 0.005

P2 R88-516-75-80 0.005
D2 R88-516-80-85 0,008

D2 R88-516-85-90 0.009
D2 R88-516-90-95 0.007
D2 R88-516-95-100 0,004

D2 R8S-516-100-105 0,013
D2 R88-516-105-110 0.009

nl11

D2 R3S-516-110-115 0.029 r
D2 R88-516-115-120 0,014
D2 R8S-516-120-125 0,006

D2 R88-516-125-130 0.039
JIJ/"

D2 R38-516-130-135 0,008
D2 R88-516-135-140 0,006
D2 R88-516-140-145 0,007
D2 R88-516-145-150 0,006

8. dar-Clegg, Inc. 
1?9 0 WL"'il Cedar Dr. 
I 'lK '" ood. Colorado 80228 
)'1 9-1-104 

L REPORT! 098-1550 

C SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-516-0-5 
D2 RBB-516-5-10 
D2 R88-516-10-15 
D2 R88-516-15-20 
D2 R88-516-20-25 

D2 R88-516-25-30 
[t2 R88-516-30-35 
D2 R88-516-35-40 
D2 R88-516-40-45 
D2 RSS-516-45-50 

D2 RSB-516-50-55 
D2 RSB-516-55-60 
fl2 RSB-516-60-65 
D2 R88-516-65-70 
D2 RSS-516-70-75 

r 

L 
D2 RSS-516-75-80 
D2 RBS-516-80-85 
D2 RSS-516-85-90 
D2 RSB-516-90-95 
[12 RBB-516-95-100 

D2 R88-S16-100-105 
D2 R88-516-105-110 
D2 R88-516-110-11S 
D2 R88-S16-11S-120 
D2 R88-S16-120-125 

D2 R88-516-12S-130 
D2 R88-516-130-13S 
D2 R88-516-13S-140 
D2 RSS-516-140-145 
D2 R88-516-145-150 

112 RBB-516-150-155 

Au 
OPT 

0,010 
0,013 
0,016 
0,008 
0,002 

0,010 
0,007 
0,003 
0,003 
0,004 

0,003 
0,006 
0,004 
0,006 
0,005 

0,005 
0,008 
0,009 
0,007 
0,004 

0,013 
0,009 
0,029 
0,014 
0,006 

0,039 
0,008 
0,006 
0,007 
0,006 

0,010 

BC 
• BO DAR-CLEGG 

PROJECT! NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 



BROHM MINING CO.

• 
( 

o rn@ ~~w~ 
DEC 2 , 1988 

ROHM MINING CO. 



BONOARCUGG
* 'K

Bondar-Clegg, Ine.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORP. 
MR, JIM BARRON 
P , 0, BOX 485 
DEADWOOD? SD 

57732

Invoice t 13494? Page 1

D a t e i 23--DEC-88

Report No! 098-1550 

Project : HONE LISTED 
Reference: NONE LISTED

(M Analyses of Gold 
Subtotal

SsntF'le Preparation
31 Samples of Assay Prep 

1 Sample of Sample Pickup 
Subtotal

at $ 6,50 f. 201,50 
* 201,50 $ 201.50

at * 3.00 * 93.00

at it 12,00 $ 12.00
* 105.00 * 105.00

Miseel 1sneous Charges
4% S.D. STATE SALES TAX 
2% DEABWOQD CITY SALES TAX 

Subtotal

$ 2.9A
$ 1,48

$ 4.44 $ 4,44

I n v o i c e T o t- a 1: t 310.94 U.S.

K s )

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
. BONDAR-CI EGG 

PROHM MINING CORP, 
1-i F: • ,J I M B ti F: F: 0 N 
F',O,. F.:OX &.B:'J 
I:rEhDlJOOD, SD 
l:.""7 ,7 ... , 
;J. I ,.,,.;. 

I • )_ 

I I ' ' If\-,..")" 1 f ,( ...... 
' I 

hn,.<l'::-;.-,,r.,i:. of Geld 
Subt.i:,t.,l 

!?, ,.· m ,., l e F' i· cf·,:: r 8 t :i. c, 11 

31 SamPles of Assas FreP 
1 2.3mf•li::- of f.emi-,1~? F'icku:·· 

S1Jl..d .. o L. a 1 

M 1 i':. c 1:.· l 1 a r, e o 1..1 ~- C h i:, r r:!. c• i:-
4 % S,D, STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

A 
r r ~, . 

I. 

I, 
( ( 

;~t, 

.3 l 
;:; i, 

$ 

~ .. 

In,.,01ce 

ftdLt:.• 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

PePurt. No: 098-1550 
Pr0Jecl NONE LISTED 
F:efer~ncE.·! NONE l.ISTFit 

6.50 !I' 201 ' ~50 
$ 201 ' - r, "iJ 1.' $ 2Ct1 ,. 50 

3.00 cj; 93,00 
i12+00 $ 1 :? • 00 

$ 

$ 
<f, 

$ 

1.05,•0 

:~. 9 6 
1 • 4 8 
·l.l4 

$ J.03,00 

$ 310,94 u.s. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakettyod, Colorado 80228 .

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical

Lab Report

Bo -Clegg, Inc. 
12980 \\est Cedar Dr 
L · ..xi Colorado 80228 
(-0. ) 9 9-1404 .,.-

C 

t 

BROHM MINING CORP, 
MR, JIM BARRON 
P.O. BOX 485 
DEADWOOD, Sfl 
57732 

t 

BC 
IDIDAR-CLEGG 

t t t 

Geochemical 
Lab Report 



Geochemical

Lab Report

Boi?dar-Clegg, Inc.

12980 West Cedar Dr.

Lak&pod, Colorado 80228

(303) <89-1404

BONDARCLEGG

REPORT: 098-1551 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: j, barron

PROJECT! NONE LISTED _____ _______  __________________ DATE PRINTED! 21-DEC-S8

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Sample Pickup 1

Excessive Wetness 1383

r 

Bo ~-Clegg, Inc. 
12980 West Cedar Dr. 
Lak ·'loci, Colorado 80228 
(303) 9-1404 • -' 

REPORT: 098-1551 ( COMPLETE ) 

CLIENT: P.ROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

60 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: MR. JIM BARRON 

BC 
BONDAR-ClfGG 

NUMBER OF LOWH: 

Geochemical 
Lab Report 

I 

L___:R~E~FE~R~EN~C~E~I=NF~o~:~NO=N=E~L=Is~T=ED;__ _____ _ I ~ 
SUBMITTED BY: J , BARRON 
DATE PRINTED: 21 -DEC-88 

ANALYSES DETECTION LIMI T EXTRACTION METHOH 

60 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

60 

Fire Assa!,( 

SAMPLE PREPARATIONS NUMBER 

Assa<:: Prep 
Sample Picku? 
E>:cessi ve Wetness 

INIJOICE TO! MR, ~IHI BARF:ON 

60 
1 

1383 



Bondar-Clegg, Inc.
12980 West Cedar Dr. 

LakewCvd, Colorado 80228 

(303) 989-1404

1

BC
BONDAR-CLEGG

Geochemical 

Lab Report

REPORT! 098-1551 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-516-155-160 0t 006 D2 R88-516-355-360 0.016
D2 R88-516-160-165 Of 008 D2 R88-516-360-365 0.009
D2 R8S-516-165-170 OfOlO D2 R88-516-365-270 0,010
D2 R88-516-170-175 OfOlO D2 R88-516-370-375 o.oie
D2 R88-516-175-180 Of 007 D2 R88-516-375-380 0.016

D2 R88-516-180-185 0.013 D2 R88-516-380-385 0,015
D2 R88-516-1S5-190 0.012 D2 R88-516-385-390 0,005
D2 R8S-516-190-195 0.010 02 R88-516-390-395 0,008
D2 RS8-516-195-200 0.009 02 R88-516-395-400 0,223
D2 R88-516-200-205 0.005 02 RS8-516-400-405 0.085

02 R88-516-205-210 0.004 02 R8S-516-405-410 0,018
02 R88-516-210-215 <0,002 02 R88-516-410-415 0.014
02 R8S-516-215-220 <0.002 02 R88-516-415-420 0,006
02 R88-516-220-225 0.006 02 R88-516-420-425 0,009
02 R8S-516-225-230 0,003 02 R88-516-425-430 0,010

02 R88-516-230-235 <0.002 02 R88-516-430-435 0,011
02 R88-516-235-240 0,024 02 R88-516-435-440 0,014
02 R88-516-240-245 0,018 02 R8S-516-440-445 0.006
02 R88-516-245-250 0.014 02 R88-516-445-450 0,020
02 R88-516-250-255 0,008 02 R88-516-450-455 0.006

02 R88-516-305-310 0,008
02 R88-516-31G-315 0.013
02 R88-516-315-320 0,022
02 R88-516-320-325 0.020
02 R88-516-325-330 0,015

02 R88-516-330-335 0,009
02 R88-516-335-340 0,003

02 R88-516-340-345 0,003
02 R8S-516-345-350 0.007
02 R88-516-350-355 0.042

' Bondar-Clq:g, Inc. 
12980 \\est Cedar Dr. 
Lake\\ xi, Colorado 80228 
(303) 989-1404 _.., 

C REPORT! 098-1551 

[_ SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-516-155-160 
D2 R88-516-160-165 
D2 R88-516-165-170 
D2 R88-516-170-175 
D2 R88-516-175-180 

D2 R88-516-180-185 
D2 R88-516-185-190 
D2 R88-516-190-195 
D2 R88-516-195-200 
D2 R88-516-200-205 

r- D2 RBS-516-205-210 

I D2 R88-516-210-215 
D2 R88-516-215-220 

L D2 R88-516-220-225 
D2 RSB-516-225-230 

D2 R88-516-230-235 
D2 RBB-516-235-240 

L 
D2 RBB-516-240-245 
D2 R88-516-24S-250 
D2 R88-516-250-255 

I D2 RSB-516-255-260 
D2 R88-516-260-265 
D2 R88-516-26S-270 
D2 RBB-516-270-275 

L D2 RSS-516-275-280 

D2 RSS-516-280-285 
D2 RSS-516-285-290 
D2 R88-516-290-295 
D2 RSS-516-295-300 

L D2 R88-516-300-305 

I D2 R88-516-305-310 
D2 R88-516-310-31S 

L 
D2 R88-516-31S-320 
D2 R88-516-320-325 
D2 R88-516-325-330 

.--
D2 R88-516-330-335 
D2 R88-S16-33S-340 

L D2 R88-516-340-345 
D2 R88-516-345-350 
D2 RBS-516-350-355 

Au 
OPT 

0,006 
0,008 
0,010 
0,010 
0,007 

0,013 
0,012 
0,010 
0,009 
0,005 

0,004 
<0,002 
<0,002 
0,006 
0,003 

<0,002 
0,024 
0,018 
0,014 
0,008 

0,009 
0,007 
0,010 
0,003 

<0,002 

0,005 
0,003 
0,002 
0,009 

<0,002 

0,008 
0,013 
0,022 
0,020 
0,015 

0,009 
0,003 
0,003 
0,007 
0,042 

BC 
· BDNDAR-CLEGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R88-516-355-360 0,016 
D2 R88-516-360-36S 0,009 
D2 R88-516-365-370 0,010 
D2 R88-516-370-375 0,018 
D2 R88-516-375-380 0,016 

D2 R88-516-380-385 0,015 
D2 R88-516-385-390 0,005 
D2 R88-516-390-395 0,008 
D2 R88-516-395-400 0,223 
D2 RSB-516-400-405 0,085 

D2 R88-516-405-410 0,018 
D2 R88-516-410-415 0,014 
D2 R88-516-415-420 0,006 
D2 RBS-516-420-425 0,009 
D2 R88-516-425-430 0,010 

D2 R88-516-430-435 0,011 
D2 RBS-516-435-440 0,014 
D2 RBB-516-440-445 0,006 
D2 R88-516-445-450 0,020 
D2 RSB-516-450-455 0,006 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORP. 
HR♦ JIM BARRON 
P.O. BOX 485 
DEADWOOD* sd

57732

Invoice

Date

13482? P 3 d e 1

Report No: 098-1551 

Project i NONE LISTED 
Reference: NONE LISTED

Id Analyses of Gold 

Subtotal

Sample Preparation
SO Samples of Assay Prep 

1 Sample of Sample Pickup 
1383 Samples of Excessive Wetness 

Subtotal

Misee11aneous Cha rSes
4% S * D ♦ STATE SALES TAX 

2% DEADWOOD CITY SALES TAX 
Subtotal

at $ 6.50 t 390*00
$ 390.00 $ 390.00

at $ 3.00 $ 180.00

si $12.00 $ 12.00
at * 0.15 $

$
207.45
399.45 $ 399.45

* 13*58

* 6*79
* 20*37 * 20.37

Invoice Tota1t t 809*82 U*S,

)

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC. 
BONDAR·ClliiG 

BRUHM MINING CORP. 
M F: • J I M B (1 F: R O N 
f·· 0. BOX 185 
·•EADWOOrt, SD 
~:i7732 

/ 

r 
II\, -

,;_6(1 t"tr1, .. l•~::,€'"' of Gulll 
Su total 

S~no~le f'i•·•r-·ar 2tio11 
60 S.m:"le~ of fl-<:C:\J F'J·t:0 • 

- . 

21.. $ 

al, 

Invc.ice 13l8::, 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

Pas<:.• 1 

D~Le 23-DEC-88 

F~e1Ju1•t, No: 098-1551 
F-'roJect NCltlE l ISTEO 
F: ._ r e ,, 1:.• r I c e ! N Gt· E L. I s r E D 

\~• + 5ti t 390.00 
$ ··9;-:.,. 00 $ 3 .. 0.0•J 

3.00 f.. .180.00 
l SwruPlc uf S0rupl~ P1c~uP st $12.00 $ 12,0li 

1383 S.;111i:-lt::.'S uf E,,c~sr.,.1·.·o lJetr1t! _ 
!;ubtotcd 

Mi .,1.. ~- .l .l e11C'ul.h Ch •. r£!c> .. 
JZ S,D. STATE S~L.ES TAX 
2% DEADWOOD CITY SALES TAX 

Sub c,L.Jl 

l l $ 

J11voi\.'.'. lo al! 

0. 1 '5 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

$ 

~ 

,.!t ri -, ~ c-:· 
- ,) •' • "r ._I 

399.4~j $ 399. l\r.:· 
.. ! 

;. ,n 
'"··· . ; ~ 

$ :20.37 



Geochemical

Lab Report

Bondar-Clegg, Inc.
*2980 West Cedar Dr.

ftpcewood, Colorado 80228

(303) 989-1404
BC
BONDARCLEGG

t 
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Rondar-Clegg, Inc.
0980 West Cedar Dr.

ly.ewood, Colorado 80228

(303) 989-1404

BONDARCLEGG

Geochemical

Lab Report

REPORT! 098-1552 ( COMPLETE ) REFERENCE INFO*. NONE LISTED

client: brohm mining corp, submitted by: j, barron

project: none listed date printed: 21-dec-ss

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 17 0,002 OPT Fire Assey

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 17 2 -150 17 Asssy Prep 17

Semple Pickup 1
Excessive Wetness 265

remarks: final results are reported,

REPORT COPIES TO: MR. JIM BARRON INVOICE TO4. MR, JIM BARRON

----------------------------MR, JIM BARRON----------------------------------------------------------------------------------------------—

P,ondar-Clegg, Inc. 
12980 \\/e~t Cedar Dr. 
I'S ewood, Colorado 80228 
(303) 989-14<» 

L_ REPORT! 098-1552 ( COMPLETE ) 

r 

CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAliF'LE TYPES 

D DRILL CORE 

NUHBER 

17 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! HR, JIH BARRON 
Mt"I l'!'M t'\ lnn.n1 

BC 
. BONDAR-CI.EGG 

NUMBER OF LOUER 
ANALYSES DETECTION LIHIT EXTRACTION 

17 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUHBER 

17 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 21-DEC-88 

METHOD 

Fire Assa':! 

SAMPLE PREPARATIONS NUliBER 

As~.a':i Pre? 
Sall? 1 e Pi C~,UP 

Excessive Wetness 

17 
1 

265 

INVOICE TO! MR, JIM BARRON 

L _____ _ 



Geochemical

Lab Report

Ikmdar-Clegg, Inc.
L2980 West Cedar Dr.

L akewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-1552 PROJECT: NOME LISTED________ PAGE 1

SAMPLE ELEMENT fiu
NUMBER UNITS OPT

B2 R88-516-455-460 0.017
02 R88-516-460-445 0.016

B2 R38-516-445-470 0.022
B2 R88-516-470-475 0.010
D2 RS8-516-475-480 0.006

02 R88-516-480-485 0.004
02 R88-516-485-490 0.015

02 R88-516-490-495 0.010
02 R88-516-495-500 0.079
02 R88-516-500-505 0.020

02 R88-516-505-510 0.021
02 R88-516-510-515 0.024
02 R88-516-515-520 0.012

02 R88-516-520-525 0,006
02 R88-516-525-530 0,012

ndar-Clegg, Inc. 
}80 West Cedar Dr. 

ewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1552 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 RBB-516-455-460 
D2 RSB-516-460-465 
D2 RBS-516-465-470 
D2 RSS-516-470-475 
D2 RBS-516-475-480 

D2 RSS-516-480-485 
D2 RSS-516-485-490 
D2 RBS-516-490-495 
D2 RBS-516-495-500 
D2 RBB-516-500-505 

D2 RSS-516-505-510 
D2 RSS-516-510-515 
D2 RBB-516-515-520 
D2 RBS-516-520-525 
D2 RBB-516-525-530 

D2 RBB-516-530-535 
D2 RBB-516-535-540 

Au 
OPT 

0,017 
0,016 
0,022 
0,010 
0,006 

0,004 
0,015 
0,010 
0,079 
0,020 

0,021 
0,024 
0,012 
0,006 
0,012 

0,009 
0,007 

BC 
BIINDAR-CLEGG 

PROJECT! NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLfGG

Bondar-Clegg. Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORP, 
MR * JIM BARRON 
P,G, BOX 485 
DEADWOOD? SB

Invoice 13481> P3se 1

Date t 23-DEC-88

Report No5 098-1552
57732 Project J NONE LISTED 

Reference: NONE LISTED

, llTL. Analyses of Gold
|V'; Subtotal

St $ 6.50 $ 110,50
$ 110,50 $ 110.50

Sample Preparation
17 Semples of Assay Prep St $ 3.00 $ rj\ O O

1 Sample of Sample Pickup St $12.00 $ 12.00
265 Samples of Excessive Wetness a t $ 0,15 $ 39.75

S u b t o t a 1 $ 102,75 $ 102.75

Misee 11ancons Charges
47. S.D. STATE SALES TAX $ 3,43

27. DEADW00D CITY SALES TAX $ 1,71
Subtotal $ 5,14 $ 5,14

Invoice Total I $ 218,39 U

' ">Us ! - *>Vo

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR·ClfGG· 

BROH. iHNJNl, COF:!·'. 
t· r., • J I ft B (1 R · 0 N 
P. 0. F:GX 1{8~j 

DEt'1ftWOOD, SD 

lJ. ~ f)r1 .... .l•.;;•-£_.: c,f Gc.ild 
Subtotal 

S.=.tmr·l <? Preh,,.rc:tio1, 
1; r~mPles uf A :~d~ Pre 

l S a n1 ,=c l f:' o f S .:; r.1 :" 1 tJ F' i 1.: k 1 : ~ 

.• ... 

.2 f; 5 S...: 111 l l f.:.' " c., i E ;• c· ,.• s :::- ,. •: •1 l<J et r1 t.' s . ..; 
'3ubtcit.2J 

Mi SC,c' l l dl'1•.:>01.JS Ch<l n:;t.•f:. 
~% S.D. STATE SALES TAX 
2% DEADWOOD CilY S~LES r~x 

SubL.oi..c;l 

'I ( 
l I 

at 

dt 
.:.. t 
:.l t 

J 

$ 

$ 

[ r1VCi i Ct' 

Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 

J.3481, 

23-I:tEC-88 

F:lc.:!:>u:·t 'fo! 098-15~5.2 
F' r· o ,i e c t. • i--10 NE ! I S T F ft 
Re fe re nee; 1I0NE LISTED 

6.50 $ 11.C,.:.;o 
-1, .110.5() i 110.:::;o 

:-i:.oo ii 51 .oo 
$1:2.(10 $ 12.00 
'f, 0.1!:i ,t .. 

$ 

i 
$ 

37.?5 
., r. "') .... r-
.l .J .. • ,· .J :t 1( :-1. 7!": 

1 , j' 1 
'i • 1 ·1 

$ :2 l 8 • 3 ·- U fl • 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc.
12980 W*st Cedar Dr.

t Lakewood, Colorado 80228
' (303) 989-1404 BC

BONDARCLEGG

+ 

Bondar-Clegg, Inc. 
12980 \\ t Cedar Dr. 
Lakewood, Colorado 80228 

, (303) 989-1404 

BROHM MINING CORP, 
MR, JIM BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

J. 
I 

BC 
BONDAR-CI.EGG 

t t + 
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Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 Wat Cedar Dr.

..Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REFORM 098-1556 ( COMPLETE ) REFERENCE INF0J NONE LISTED

client: brohm mining corf. submitted by; j,barron

project: none listed date printed: 23-DEC-S8

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60

-REMARKS! FINAL- RESUL4S--ARE-REPORTED-

REPORT COPIES TO*. MR. JIM BARRON 

MR, JIM BARRON
INVOICE TO*. MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 \1

," t Cedar Dr. 
. · ke~ood. Colorado 80228 
(303) 989-1404 

C REPORT: 098-1556 {COMPLETE) 

r--- CLIENT! BROHM MINING CORP, 
L PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

60 

BC 
· BDNDAR-ClIGG 

NUMBER OF LOWER 

Geochemical 
Lab Report 

L REFERENCE INFO: NONE LISTED 

SUBMITTED BY! J,BARRON 
DATE PRINTED! 23-DEC-88 

ANALYSES DETECTION LIMI T EXTRACTION METHOD 

60 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

60 

Fire Assa!:I 

SAMPLE PREPARATIONS NUMBER 

Assa!:I Prep 60 

1-:f C'Tl.JI\I OC'CIII TC Anr DCnn, r '----~~~~~~~============================~ 
REPORT COPIES TO! MR, JIM BARRON 

MR, JIM BARRON 
INVOICE TO! HR, JIH BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Eakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT! 098-1556 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R8S-516-540-545 0t 007 D2 R88-516-740-745 0.016
D2 R88-516-545-550 0,017 D2 R88-516-745-750 0.021
D2 R88-516-550-555 0.010 D2 R88-516-750-755 0,031
D2 R88-516-555-560 0.016 D2 R88-516-755-760 0.006
D2 R88-516-560-565 0.018 D2 R88-516-760-765 0,016

D2 R88-516-565-570 <0,002 D2 R88-516-765-770 0,019
B2 R88-516-570-575 <0,002 D2 R88-516-770-775 0.002
D2 R88-516-575-580 0,005 D2 R88-516-775-780 0.034
D2 R88-516-580-585 0,014 B2 R88-516-780-785 0.025
D2 R88-516-585-590 0.017 D2 R88-516-785-790 0.057

D2 R8S-516-590-595 0,017 D2 R88-516-790-795 0,014
D2 R88-516-595-600 0.020 D2 R88-516-795-800 0,010
D2 R88-516-600-605 0,011 D2 R88-516-800-805 0.039
D2 RS8-516-605-610 0.009 B2 R88-516-805-810 0,016
D2 R88-516-610-615 0.006 D2 R88-516-810-815 0,006

D2 R88-516-615-620 0,014 D2 RS8-516-815-820 0,016
D2 R88-516-620-625 0,012 D2 R88-516-820-825 0,002
D2 R88-516-625-630 0,007 D2 R88-516-825-830 0.005
D2 R88-516-630-635 <0,002 D2 R88-516-830-835 0,006
D2 R88-516-635-640 <0.002 D2 R88-516-835-840 0,003

D2 R88-516-640-645 <0.002
D2 R88-516-645-650 0,029
D2 R88-516-650-655 0,014
D2 R88-516-655-660 0,012
D2 R88-516-660-665 0,010

D2 R88-516-690-695 0.014
D2 R88-516-695-700 0.007
D2 R88-516-700-705 0,010
D2 R88-516-705-710 0,009
D2 R88-516-710-715 0,153

D2 R88-516-715-720 0,112
B2 R88-516-720-725 0,023
D2 R88-516-725-730 0.015
D2 R88-516-730-735 0.016
D2 R88-516-735-740 0.014

Bondar-Clegg, Inc. 
12980 \t:~ Cedar Dr. 
akcwood, Colorado 80228 

(303) 989-1404 

REPORT! 098-1556 

SM!PLE 
NUMBER 

ELEMENT 
UNITS 

D2 RSS-516-540-545 
D2 RSS-516-545-550 
D2 R88-516-550-S55 
D2 RSS-516-555-560 
D2 RSS-516-560-565 

D2 RSS-516-565-570 
D2 R88-516-570-S75 
D2 RSS-516-575-580 
D2 RSS-516-580-585 
D2 RSB-516-585-590 

D2 R88-516-590-595 
D2 RSS-516-595-600 
D2 RSS-516-600-605 
D2 RSS-516-605-610 
D2 RSS-516-610-615 

D2 RSS-516-615-620 
D2 RSS-516-620-625 
D2 R88-516-625-630 
D2 RSS-516-630-635 
D2 R88-516-635-640 

D2 R88-516-640-645 
D2 R88-516-645-650 
D2 R88-S16-650-655 
D2 R88-516-655-660 
ft2 RSS-516-660-665 

D2 F:88-516-665-670 
D2 R88-516-670-675 
112 R88-516-675-680 
D2 RSS-516-680-685 
D2 R88-516-685-690 

D2 RBS-516-690-695 
D2 R88-516-695-700 
D2 RSB-516-700-705 
D2 RB8-516-705-710 
D2 R88-516-710-715 

D2 RBB-516-715-720 
rt, RBB-516-720-725 
rt2 RBB-516-725-730 
D2 R88-516-730-735 
D2 R88-516-735-740 

Au 
OPT 

0.007 
0,017 
0,010 
0,016 
0,018 

<0,002 
<0,002 
0,005 
0,014 
0,017 

0.017 
0,020 
0.011 
0.009 
0,006 

0,014 
0,012 
0,007 

<0,002 
<0,002 

<0.002 
0,029 
0,014 
0,012 
0.010 

0,008 
0,005 
0,006 
0,002 
0,015 

0,014 
0,007 
0,010 
0,009 
0,153 

0,112 
0,023 
0,015 
0,016 
0,014 

BC 
BONDAR-a.EGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 RSS-516-740-745 0,016 
D2 RBS-516-745-750 0,021 
D2 RBS-516-750-755 0,031 
D2 RSS-516-755-760 0,006 
D2 RSB-516-760-765 0.016 

D2 RBB-516-765-770 0,019 
D2 R88-516-770-775 0.002 
D2 R88-516-775-780 0,034 
D2 RSB-516-780-785 0,025 
D2 RSS-516-785-790 0,057 

ft2 RSB-516-790-795 0,014 
D2 RSS-516-795-800 0,010 
D2 RSS-516-800-805 0,039 
D2 RSS-516-805-810 0,016 
D2 RSS-516-810-815 0,006 

D2 RSS-516-815-820 0,016 
D2 RSS-516-820-825 0,002 
D2 RSS-516-825-830 0,005 
D2 RSS-516-830-835 0,006 
D2 R88-516-835-840 0,003 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR CLEGG -

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORE. 
MR, JIM BARRON 

P,0, BOX 435 
DEADUOOD» 3D 

57732

Involee 13457? Page :L

D b t e : 23-DEC-88

Report Not 

Project ? 

Re fe rencel

098-1556 

NONE LISTED 

NONE LISTED

)

J'6'*G Ansi ses of Gold 
B u b t o t a 1

at $ 6,50 * 390,00
* 390,00 $ 390,00

Sample Preparation
60 Samples of Assay Prep 

Subtotal
at $ 3,00 i 180.00

$ 180,00 $ 130,00

Mi see 1.1 sneous Charges
4% 8 ♦ D * STATE SALES TAX 

2% DEADUGO-D CITY SALES TAX 
Subtotal

* 4,80

i 2,40
$ 7,20 $ 7,20

Invoice Total, $ cr-7 \J j 20 U,S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

·.BC 
,. 80\IDAR-a.EGG . 

1-<F:OHt'i MIN I NG CORF'• 
Mf~. JIM BhRF,ON 
F',D. BOX .,1ss 
llEt-iDWDOI), 3D 
5773~ 

It,"(). Ar,:::-J:,,, ·.r,t•s of Gold 
s,.,ti t ... ) ta l 

S IIIF l I! F' i'f.Pc; I c .. .l i C\11 

60 s~mFle~ of ~~~'U 
SuLd .. CJt~ l 

Mi:.. c-1-.•.l J ar,f?i..)ut, Cha I si~"'!:. 

F' rep 

1% S.D, STATE SALES TAX 
2~ DE~DWOOD CITY SALES TAX 

S1..1i..1 !,o t.J 1 

., 

,:: l ~, 

ol $ 

ln•101c£: Tt1 tcl.l: 

t (, ( •/( - , f ( ) 

lr,VOLL:':.. 

D ci !,"-' 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

1 3 -l 57 • 

RePort Nu: 098-15~6 
P r1JJcc 110/JE LL, TED 
F:e f r·. nL·e: 110f4E L ISTEtt 

6+50 
$ 

3,0C, $ 

$ 

390.00 
3"0.<')0 

180,00 
1~ 1.).00 

4.8() 
2. H) 

7.: .. 0 

$ '390. ,)0 

$ 180.0(l 

$ 7. :'O 

$ .J77,20 l1 
·"'• 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

+ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

P.ROHM MINING CORP, 
MR, JIM BARRON 
P,O, BOX 485 
flEADWOOD, SD 
5771,2 

+ 

BC 
BONDAR-CLEGG 

+ + + 
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Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT! 098-1557 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: frohm mining corp. submitted by: j, barron

project: none listed date printed; 14-DEC-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 17 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 17 2 -150 17 Assay Prep 17
Excessive Wetness 185
Semple Pickup 1

remarks: final results are reported,

report copies to: mr. jim barron invoice to: mr, jim barron

I 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1557 ( COMPLETE l 

CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

17 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: MR, JIM BARRON 
,,.~~ r..\DO.nlJ 

JH ..... ,_. •-~ 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

17 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUKBER 

17 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED! 14-DEC-88 

METHOD 

Fire Assay 

SAKPLE PREPARATIONS NUKBER 

Assay Prep 17 
E>:cessive Wetness 185 
SamPle Pickup 1 

INVOICE TO! MR, JIM BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical

Lab Report

REPORT: 098-1557 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R8S-51A-340-845 0.009
D2 R88-516-845-850 0,007
D2 R88-516-850-855 0,004
D2 R88-516-855-860 0.007
D2 R88-516-860-865 0.006

U2 R88-516-865-870 0,005
D2 R88-516-B70-875 0.006

D2 R88-516-875-880 0.009
D2 R88-516-880-885 0,004
D2 R83-516-B85-890 0,004

B2 R88-516-890-895 0.007
D2 R88-516-895-900 0,015

D2 R88-516-900-905 0.023
B2 R88-516-905-910 0,045
D2 R8S-516-910-915 0.010

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-1557 

SMIPLE 
NUMBER 

ELEMENT 
UNITS 

Au 
OPT 

D2 RSS-516-840-845 0,009 
D2 RSB-516-845-850 0,007 
D2 RSS-516-850-855 0,004 
D2 RSS-516-855-860 0,007 
[12 RSS-516-860-865 0,006 

K'. RSS-51£,-865-870 0,005 
D2 RBB-516-870-875 0,006 
fl2 RSS-516-875-880 0,009 
D2 RBB-516-880-885 0,004 
D2 RSB-516-885-890 0,004 

D2 R88-516··890-895 0,007 
It2 RBS-516-895-900 0,015 
D2 F:88-51 6-900-905 0,023 
U2 F:88-516-905-910 0,045 
D2 RSS-516-910-915 0,010 

D2 F:88-516-915-920 0,007 
[12 F:88-516-920-925 0,004 

BC 
BONDAR-CLEGG 

' -
ij I , 

PROJECT! NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 



BROHM MINING CO.BROHM MINING CO. 



BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1401

BROHM MINING CORF’* 
MR, JIM BARRON 
P,0, BOX 485 
DEADWOODi SD
57732

Invoice : 134 30 ■> Page 1

D ate

Report Nol 

Project t 

Reference*

15-DEC-88

098-1557 

NOME LISTED 

NONE LISTED

■ /V.

f V 17 Analyses of Gold at 6.50 t 110*50
Subtot-sl $ 110.50 * 110.50

S a !ti p 1 e P r e p a r a t i o n
17 Samp 1es of Assay Prep at $ 3.00 $ 51.00

185 Samples of Excessive Wetness et i 0*15 $ 07 1C

1 Sample of Sample Pickup at 11 2,00 $ 12,00
Subtotal t 90.75 $ 90.75

Miscalleneous Charges
47. S * D. STATE SALES TAX t 2.95
27. DEADW00D CITY SALES TAX i 1.47

Subtotal $ 4.42 $ 4.42

Invoice Totel: 1 205.67

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
✓ illNDAR-CLEGG 

BHOHt, M It~ UlG CORF·, 
hf\ • J I M f: :1 E F: 0 i-./ ~-.o. BOY. 85 
DEf:ftWOOlt, SD 
:-37732 

17 An.lw et of Gold 
fubl,ot,,:;l 

oc.mPlf.:' Pr1::.•Fr,;1 "'' ~C•II 
1 -, i:_ a m P 1 e o , r-, r Y F' r l.' r 

185 Ser.11-··le'-" of L.cer iv~• W,=-tnPs' 
1 SJ:rir le L'f o::-mr,lt;• F't1.:! 11.-· 

Subiotc:1 

Mi.l'1-:ll r11_c:i.ss. Ch n.l<•<: 
,~ S.D. STATE SALES r~x 
2% DE6DWOOD CITY SALES TAX 

Seib total 

------

c::' t 

at. 
.-L 
Cit 

$ 

~ .. 
i . 

Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 

D~Le 15-DEC-88 

Rr:!r·ort lo: Cl,8-15Ji' 
Pr~JecL NONE LIST~D 
f•:t..1ft:tP.r11.:e: NON': LISTFrt 

, ( ... r. 
~, • 0'"' $ 110,5·.1 

11 •;, 50 $ l10. '30 

3.00 . 51 ,00 
0 .. 15 27. -,c ·~ 

• -f 9\ ... " 
.l...:.. 'fo V'J $ 1 '.'.'., 00 

f c,c, .. 75 

1 •.. 
1, 42 

?O. . ,.. • > 

T fl'• 0 i C !.:" TO t c-1 : ~ 20~.67 u.s. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Geochemical

Lab Report

rBondar-Clegg, Inc.
12980 West Cedar Dr.
LakeA-d, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

t 

Bondar:Clegg, Inc. 
12980 West Cedar Dr. 
Lake~ ~d, Colorado 80228 
(303) 9-1404 

P~OHtt MINING CORP, 
MR , JIM BARRON 
P,O , BOX 485 
DEAflWOOD, SD 
57732 

t 

BC 
BONDAR-CLEGG 

t 
t t 

Geochemical 
Lab Report 



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewltod, Colorado 80228

(303) 989-1404
BC
BONDARCLEGG

Geochemical

Lab Report

REPORT: 098-1410 ( COMPLETE ) REFERENCE INFOt NONE LISTED

client: brohm mining corp. submitted by; j. barron

PROJECT! NONE LISTED DATE PRINTED: 14-DEC-8B

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 An Gold 15 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 15 2 -150 15 Assay Prep 15
Excessive Wetness 189
Sample Pickup 1

. 
Bondar-Clegg, Inc. 
12980 \\est Cedar Dr. 
Lake\\

1 
.l()C!, Colorado 80228 

(303) 989-1404 

L REPORT: 098-1610 <COMPLETE) 

L 

r-
1 

L 

CLIENT: BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

15 

REMARKS! FINAL RESULTS ARE REPORTEft, 

REPORT COPIES TO! MR, JIM BARRON 
<U I,. ._. ... • IHHI_.O 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

15 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

15 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 16-DEC-88 

METHOD 

Fi re Assa!:! 

SAMPLE PREPARATIONS NUMBER 

Assa!:! Pre? 15 
E}:cessi ve Wetness 189 
Saa1>le Picku1> 1 

INVOICE TO! MR, JIH BARRON 



Geochemical 

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewl >d, Colorado 80228 

(303) 989-1404

i

BC
BONDAR-CLEGG

REPORT*. 098-1610 project: none listed________ page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-516-925-930 0 >043
02 K88-516-930-935 0,005
D2 R88-516-935-940 0,048
02 R88-516-940-945 0.021
02 R88-516-945-950 0,008

02 R88-516-950-955 0,018
02 R83-516-955-960 0,044

02 RS8-516-960-965 0,013
02 R83-516-965-970 0,056
02 R83-516-970-975 0,151

02 R88-516-975-980 0.021
02 R88-516-980-985 0,059
02 R88-516-985-990 0,051
02 R88-516-990-995 0.021
02 RS8-516-995-1000 0,011

C 
[ 

I 

l 

' Bondar· c~. Inc. 
12980 \\~ Cedar Dr. 
Lake"') xi Colorado 80228 
(303) 9!l9-1404 

REPORT! 098-1610 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 R88-516-925-930 
D2 R88-516-930-935 
D2 R88-516-935-940 
D2 R88-516-940-945 
D2 RSS-516-945-950 

D2 RBB-516-950-955 
D2 RSS-516-955-960 
D2 RBB-516-960-965 
D2 R88-516-965-970 
D2 RBS-516-970-975 

D2 RBS-516-975-980 
D2 R88-516-980-985 
D2 RSB-516-985-990 
!12 RBS-516-990-995 
D2 RSB-516-995-1000 

Au 
OPT 

0,043 
0,005 
0,048 
0,021 
0,008 

0,018 
0,044 
0,013 
0,056 
0,151 

0,021 
0,059 
0,051 
0,021 
0,011 

BC 
BONDAR-CLEGG 

PROJECT! NONE LISTED 
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BONDARRLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORP. 

MR. JIM BARRON 
P . 0. BOX 485 
DEADWOGD? SB 

57732

Invoice .134 93? P a si & 1

B 3 te 23-DEC-88

Report Mol 093-1610

P reject NONE LISTED
Reference! NONE LISTED

l/Sj AnBiases of GoId at $ 6.50 % 97.50
Subtotal $ 97.50 $ 97.50

Semple Preperstion
15 Samples of Asset* Prep at t 3.00 $ 4 5.00

189 Samples of Excessive Wetness at * 0.15 $ 28.35
1 Sample of Sample Pickup at $12.00 $ 12.00

Subtotal % 85.35 $ 85.35

Miscellaneous Charges

4% S.D. STATE SALES TAX $ 2.81

2% DEADWOGD CITY SALES TAX $ 1.41
Subtotal % 4.22 $ 4.22

Invoice Total i $ 187.07 U.S

k :>'s - v. r <- <
I c C' o \

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

•· 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 

l3 l93, 

: 23-DEC.-88 

R e P o r t ii o : r 9 8 - 1 6 l f, 

P10Jecl : NONE LISTEU 
R t> f e T' enc : NONE L I TE r, 

t..50 $ 97.!50 
$ 9 ,50 ~ 9-·. ~o 

·:3.00 $ 15 • ;:HJ 
0. 1 :-:; i ~8. 3:.; 

$1: • ·)0 $ 12.00 
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85 .. 35 

:'. B 1 
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~ 187,0 ✓- u.s 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Contractor L-Sh->6~ Coordinator"5/re /T) Project __________ Hole No..

Drill Type Caring Depth _ State _________________________ SheetJ__ ol

Mole Sixe------------------------------------------------- Bearing.. ^ Inclination.^__________ Data Started //■ Z.& S' X Property 6/cT £/>&/"

Collar Elev----------------------------------------------- Final Depth)QQO  Date Completed /£ 2 _________ Hole Surveyed
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State ~o 
Hole No. E8i5 - 5 1 "

Sheet Lot 0 Orm Type ___________ _ Caalng Depth ___________ _ 
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Contractor ___________ _ Coordlnat••------------- Protect ____________ .....-_ H 
' 
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Drill Type ___________ _ Casing Oepth ____________ State _____________ _ Sheet 'Z. ot b 
Hole Slze ------------ Bearlng ____ lncllnatlo, _______ Oat• Started __________ _ Property __________ _ 

Collar Elev. ___________ _ Final Oeoth Date Completed _________ _ Hole Surveyed _______ _ 

• GRAPHIC LOGS GEOLOGIC NOTES 
u • ··-.'=ALTERATION•-•••••• 
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LOC.ATION 
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Contractor ___________ _ 

Orm Type ___________ _ 

Hole Size ___________ _ 

Collar Elev. ___________ _ 

• GRAPHIC LOGS 
Cl '••-z -:: ALTERATION•-•••••• 
C • I•••••• ... .: • 

.. ...... -
C 2 -• ... 
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GEOLOGIC NOTES 
DESCRIPTION 
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Hole No. Rs~ - 51 !e 
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Hole Surveyed _______ _ 

MINERALIZATION 

ASSAY > 
Ill ... ... 

MINUIALOOV, ALTIIIATION. TIUUIIII, 

PA• ••n. ,11AGMINT e,11 
.. ••••••. o, ... -., ••. 
Vel111IIII, 11• .. •••••til 

Zo I 3S"o·3~~ '"FL. ~~tt+H+t#+t++1rtt+t++1~-tttttttt1~--c--t-t·---+----+---:----+----------------------+---------------·-----+---~---t I 
I 
lo 

3'95-',bo -
( '/0'5 - I/to) 'i- 7 .. ,.~ >«-r -
(c/ro-1/'fo} 5-5~ok.S_ 

-~ -t'-2'J ·----------------------+--+----t 
10 tf~ - '-(~ Pe,::eA-'1i1 -g?1~ S"~/./,c:-, 

-. 
l 1/tlo - ?-zo) / - J ,-o t;s_ -t/'K-VS'i. 

[/,.,r\ /-CZ::, 1/95"' -Ito.< --rTZ.A.£d.,_,TE: tt,=-n,r .. :;;,:...: 
I I I . I 

Zr> rt:- . t(t,~ -- So(:, J7::€CA--~ ~~,:, . ) C#t.:"lZ-r 
'h-•hS 

0 
0 
~ 

I .. 
>,, .: .A 

• '19 :, • u 0 
0 _, 0 

~ 
~ 

a: 
0 



Contractor Coordinate* Protect Hole No

Drill Tyne Casing Daoth State
Sheet * of (tf

Holo Six* Bearing Inclination Date Started Prooerty

Collar Elev. Final Daoth Date Comoleted Hole Surveyed

d
r

il
l

 cu
t

t
in

g
 lo

g

. . 
I 

I 
I 
I 
I 
I 
' 

I 
; 

I 
I 

I I 
; 

,· 
: 

' I I . . 
i 

I 

I \ I I 

I I 

I \ 

Contractor ___________ _ 

Orm Type ___________ _ 

Hole Size ________ .....;... __ _ 
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Contractor ___________ _ 

Orm Type ___________ _ 

Hole Size ___________ _ 

Collar Elev. _____________ _ 
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J. BARRON 02/12/88"TITLE 16-12-88 09:17:38 098-1550 
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 31 REFERENCE: NONE LISTED

"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
' Values above the upper limit are shown as +uplimt"

' Values below the lower limit are shown as -lolmt 

’DETERMINATIONS"

’ ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

ie not detected)

' 01 Au FA

'SAMPLE PREPS"

' 40 SAMPLE TYPE=D
' 41 P17= 31

' 42 P23= 1

’REMARKS"

' 50 FINAL RESULTS ARE REPORTED.
»****«» “

OPT 31 0.002 99.999 Results Reported

DRILL CORE 

Assay Prep 

Sample Pickup

FORMAT (A8,IX 

BEGIN ” "Type
,A1,A1,IX,A20,1(IX,A7, 

" "Frac" "Sample ID"
A1) ) "

" Au"
15500001" "D" ”2" "R88-516-0-5 II

0.010
15500003" "D" "2" "R88-516-5-10 II

0.013
15500004” "D" "2" "R88-516-10-15 II 0.016
15500005" "D" "2" "R88-516-15-20 II 0.008
15500006” "D" "R88-516-20-25 i« 0.002
15500007" "D" "R88-516-25-30 " 0.010
15500008” "R88-516-30-35 " 0.007
15500009" "D" "R88-516-35-40 ii 0.003
15500010" i’D” ii ^ ,f "R88-516-40-45 li 0.003
15500011" "R88-516-45-50 it 0.004
15500012" "D" "2" "R88-516-50-55 II 0.003
15500013" "D " "2" "R88-516-55-60 it 0.006
15500014" "D" "2" "R88-516-60-65 it

0.004
15500015" "D” ii 2 f| "R88-516-65-70 Ii

0.006
15500016" "R88-516-70-75 it

0.005
15500017" "D" ii 2 ** "R88-516-75-80 II

0.005
15500018" "D" "2" "R88-516-80-85 Ii 0.008
15500019" "D" "2" "R88-516-85-90 Ii 0.009
15500020” "R88-516-90-95 It

0.007
15500021" "D” "2" "R88-516-95-100 it

0.004
15500022" "D" "2" "R88-516-100-105 tl

0.013
15500023" "D” "2" "R88-516-105-110 if

0.009
15500024" "D" "2” "R88-516-T10~-115 “ 0.029------ \

15500025" "D " ii 2 " ”R88-516-115-120 n 0.014
15500026" "R88-516-120-125 it 0.006
15500028" "D" " 2 " "R88-516-125-130 tl

0.039—^-
15500029" "D" "2" "R88-516-130-135 " 0.008
15500030” "R88-516-135-140 II

0.006
15500031” "D" "2" "R88-516-140-145 it

0.007
15500032" "D" "R88-516-145-150 it 0.006
15500033"
END"

"R88-516-150-155 it 0.010

I tp

2°

TITLE. 16-12-88 09:17:38 098-1550 
CLIENT BROHM MINING CORP. 

J. BARRON 02/12/88" 

PROJECT NONE LISTED #SAMPLES: 31 REFERENCE: NONE LISTED 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as +uplimt" 
"Values below the lower limit are shown as -lolmt 
"DETERMINATIONS" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

(ie not detected)" 

01 Au FA OPT 31 0.002 99.999 Results Reported 
"SAMPLE PREPS" 
" 40 SAMPLE TYPE=D 
" 41 P17= 31 
" 42 P23= 1 
"REMARKS" 

DRILL CORE 
Assay Prep 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
* * * *" 
FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 
BEGIN " "Type" "Frac" "Sample ID" 
15500001 "D 2" "R88-516-0-5 " 
15500003 "D 2" "R88-516-5-10 " 

"15500004 "D 2" "R88-516-10-15 " 
"15500005 "D 2" "R88-516-15-20 " 
"15500006 "D 2" "R88-516-20-25 
"15500007 "D 2" "R88-516-25-30 " 
"15500008" D" "2" "R88-516-30-35 " 
"15500009" D" "2 ,, "R88-516-35-40 " 
"15500010" D" "2" "R88-516-40-45 If 

"15500011" D" "2" "R88-516-45-50 
"15500012" D" "2 It "R88-516-.50-55 " 
"15500013" D" "2" "R88-516-55-60 
"15500014" D" "2" "R88-516-60-65 
"15500015" "D" II 2" "R88-516-65-70 " 
"15500016" "D" "2" "R88-516-70-75 
"15500017" "D" II 2" "R88-516-75-80 If 

"15500018" "D" "2" "R88-516-80-85 " 
"15500019" "D" "2 n "R88-516-85-90 " 
"15500020" "D" "2" "R88-516-90-95 " 
"15500021" "D" "2 n "R88-516-95-100 
"15500022" "D" II 2 II "R88-516-100-105 " 
"15500023" "D" "2" "R88-516-105-110 " 
"15500024" "D" II 2" "R88-516- 10-
"15500025" "D" "2" "R88-516-115-120 
"15500026" "D" II 2" "R88-516-120-125 
"15500028" "D" "2" "R88-516-125-130 
"15500029" "D" If 2 II "R88-516-130-f35 
"15500030" "D" "2" "R88-516-135-140 
"15500031" "D" II 2 II "R88-516-140-145 
"15500032" "D" "2" "R88-516-145-150 
"15500033" "D" ti 2" "R88-516-150-155 
"END" 

" 

Au" 
0.010 
0.013 
0.016 
0.008 
0.002 
0.010 
0.007 
0.003 
0.003 
0.004 
0.003 
0.006 
0.004 
0.006 
0.005 
0.005 
0.008 
0.009 
0.007 
0.004 
0.013 
0.009 

ffO -1 s'O 0.029- ' 20 CE. ,01....-Z.. 0.014 
0.006 
0.039-
0.008 
0.006 
0.007 
0.006 
0.010 



'TITLE 21-12-88 08:39:11 098-1551 
'CLIENT BROHM MINING CORP.

'PROJECT NONE LISTED #SAMPLES:
'SPECIAL VALUES"
' IS Insufficient Sample"
' -9 No Value Recorded"
1 Values above the upper limit are 
' Values below the lower limit are 
'DETERMINATIONS"
' ELNAME METHO ECO

' 01 Au FA
'SAMPLE PREPS"
' 40 SAMPLE TV P E-D
' 41 P17 — 60
' 42 P 2 3— 1
' 43 P64=1383
'REMARKS"
' 50 FINAL RESULTS

BARRON 05/12/88'

60 REFERENCE: NONE LISTED

shown
shown

a s 
as

-t-uplimt" 
-1olmt (ie not detected)

UNI
OPT

#S AM 
60

LOLMT

0.002
UPLIMT
99.999

COMMENTS"
Results Reported

DRILL CORE 
Assay Prep 
Sample Pickup 
Excessive Wetness

ARE REPORTED

M * * Vf Vf M
FORMAT (A8,1X,A1,A1,1X!>A20,1(1X,A7!)A1))

"BEGIN " " Type " "Frac" "Sample ID" " Au"
"15510001" "D" "2" "R88-516-155-160 " 0.006
"15510002" "D" "2" "R88—516—160-165 " 0.008
"15510004" "D" "2" "R88-516-165-170 " 0.010
"15510005" "D" ii 2 M "R88—516-170-175 " 0.010
"15510006 " " D " n ^ m "R88-516-175-180 " 0.007
"15510007" "D" "2" "R88-516-180-185 " 0.013
"15510008" "D" ii ^ " "R88—516-185-190 " 0.012
"15510009" "D" "2" "R88—516—190—195 " 0.010
"15510010" " D " "2" "R88-516-195-200 " 0.009
"15510011" " D " i1 2 11 "R88-516-200—205 " 0.005
"15510012" "D" ii 2 *• "R88—516—205-210 " 0.004
"15510013" " D " "2" "R88-516-210-215 " -0.002
"15510014" "D" "2" "R88-516-215-220 " -0.002
"15510015" " D " "2" "R88-516-220—225 " 0.006
"15510016" " D " " 2 " "R88-516-225-230 " 0.003 f
"15510017" "D" "2" "R88-516-230—235 " -0.002 c

"15510018" " D " "2" "R88-516-235-240 " 0.024----- T>

"15510019" " D " "2" "R88-516-240-245 " 0.018
"15510020" "D" " 2 " "R88-516-245—250 " 0.014
"15510021" "D" "2" "R88—516-250-255 " 0.008
"15510022" " D " " 2 " "R88-516-255-260 " 0.009
"15510023" " D " " 2 " "R88—516-260—265 " 0.007
"15510024" " D " " 2 " "R88—516-265-270 " 0.010

"15510025" " D " "2" "R88-516-270-275 " 0.003
"15510026" " D " ii 2 n "R88-516—275-280 " -0.002
"15510027" "D" "2" "R88-516-280-285 " 0.005
"15510029" " D " "2" "R88—516—285—290 " 0.003
"15510030" " D " "2" "R88 — 516 —290 —295 " 0.002
"15510031" " D " " 2 " "R88—516-295-300 " 0.009
"15510032" " D " ii 2 n "R88-516—300—305 " -0.002
"15510033" "D" "2" "R88 — 516 — 305 —310 " 0.008
"15510034" " D " " 2 " "R88 — 516 — 310 —315 " 0.013
"15510035" "D" ii 2 n "R88-516-315—320 " 0.022— 3/*r-Z'Z'Z

"15510036" "D" " 2 " "R88—516—320—325 " 0.020 — /£>'(&- .0^1

"15510037" " D " ii 2 H "R88-516—325-330 " 0.015
"15510038" "D" " 2 " "R88 —516 — 330 — 335 " 0.009
"15510039" "D" "2" "R88 — 516 — 335 —340 " 0.003
"15510040" " D " "2" "R88 —516 — 340 — 345 " 0.003
"15510041" " D " "2" "R88-516—345—350 " 0.007 1

"15510042" "D" "2" "R88-516—350-355 " 0.042—
"15510043" " D " "2" "R88-516-355-360 " 0.016

"15510044 " "D" "2" "R88-516-360-365 " 0.009

• I 

TITLE 21-12-88 08:39:11 098-1551 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED 
SPECIAL VALUES" 

#SAMPLES: 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 05/12/88" 
11 

60 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 60 0.002 99,999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 60 

DRILL CORE 
Assay Prep 

11 

11 

11 42 P23= 1 
43 P64=1383 

REMARKS" 

Sample Pickup 
Excessive Wetness 11 

50 FINAL RESULTS ARE REPORTED. 
**** II 
FORMAT (A8.1X.A1,A1.1X,A20,1(1X,A7,A1))" 
BEGIN " Type" 
15510001 D 
15510002 D 

1 15510004 D 
"15510005 
"15510006 
"15510007 
"15510008 
"15510009 
"15510010 
"15510011 
"15510012 
"15510013 
"15510014 

D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 

"Frac" "Sample ID" 
2 11 R88-516-155-160 

II Au 11 

0.006 
0.008 
0.010 

2 R88-516-160-165 
2 R88-516-165-170 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 

'2 
2 
2 
2 
2 
2 
2" 
2" 
2 11 

2" 
2 
2 

R88-516-170-175 0.010 
R88-516-175-180 0.007 
R88-516-180-185 0.013 
R88-516-185-190 0.012 
RSS-516-190-195 0.010 
R88-516-195-200 0.009 
R88-516-200-205 0.005 
RSS-516-205-210 0.004 
RSS-516-210-215 -0.002 
RSS-516-215-220 -0.002 
RSS-516-220-225 0.006 
R88-516-225-230 0.003 
R88-516-230-235 -0.002 
R88-516-235-240 0.024-
RSS-516-240-245 0.018 
RSS-516-245-250 0.014 
R88-516-250-255 0.008 
RSS-516-255-260 0.009 
R88-516-260-265 0.007 
R88-516-265-270 0.010 
R88-516-270-275 0.003 
R88-516-275-280 -0.002 
RSS-516-280-285 0.005 
R88-516-285-290 0.003 
R88-516-290-295 0.002 
R88-516-295-300 0.009 
R88-516-300-305 -0.002 
R88-516-305-310 0.008 

11 

D RSS-516-310-315 0.013 
R 8 8 - 516 _-:3:,--:. 1=--:5::...._-,3;.2;.0;;...._ __ ,.,......_---:-0 ..;. . .;;.0.;;.2_,2 __ -----:3;;:,S"-:;. -3-Z~ 

II 

15510015 
15510016 
15510017 
15510018 
15510019 
15510020 
15510021 
15510022 
15510023 
15510024 
15510025 
15510026 
15510027 
15510029 
15510030 
15510031 
15510032 
15510033 
15510034 
15510035 
15510036 
15510037 
15510038 
15510039 
15510040 
15510041 
15510042 
15510043 
15510044 

D 
D 
D' 
D 
D 

'2 
2 
2 
2 

R88-516-320-~3~2~5---,,---0;;...:..·~0~2~0~.::_ ______ li> __ '_~ __ ._o_z.,_/_ 
R88-516-325-330 0.015 

D 
D 
D 
D 
D 

2 RSS-516-330-335 
2 R88-516-335-340 
2 R88-516-340-345 
2 RSS-516-345-350 
2 R88-516-350-355 
2 "R88-516-355-360 
2 "R88-516-360-365 

0.009 
0.003 
0.003 
0.007 
0.042- ~ 
0.016 
0.009 

II 



' x o o xia ig«+ o " u " 'KOO-3XD-CSD»“C5/W H.BXB
"15510046" " D " "2" "R88-516-370-375 11 0.018
"1551004?;" "D" "2" "R88-516-375-380 1 0.016
"155'10 0 48" "D" "2" "R88-516-380-385 11 0.015
"15510049" "D" "2" "R88—516—385—390 II 0.005
"15510050" "D" "2" "R88 — 516-390 — 395 (1 0.008
"15510051" " Q M " 2 " "R88—516—395—400 1 0.223
"15510052" "D" "2" "R88—516-400—405 11 0.085
"15510054" "D" " 2 " "R88-516-405-410 II 0.018
"15510055" "D" "2" "R88 — 516 — 410 —415 11 0.014
"15510056" "D" "2" "R88-516-415-420 II 0.006
"15510057" "D" "2" "R88 — 516 —420 —425 11 0.009
"15510058" " D " "2" "R88 —516 — 425 —430 11 0.010
"15510059" "D" II 2 M "R88 —516 —430 — 435 11 0.011
"15510060" " D " "2" "R88—516—435—440 11 0.014
"15510061" "D " M ^ M "R88-516 — 440-445 II 0.006
"15510062" " D " "2" "R88-516-445-450 II 0.020
"15510063"
"END"

" D " ii ^ "R88-516 —450 — 455 II 0.006

S’ - 4«s
I q/CS> *lS4-

c
/

" .l O O .l lo1Zl J.I b .. LJ .. ~" Ktsts-t>.Lt:>-,jt:>t)-.:5/ 'lJ -er; 0 rio ----------------

15510046 D 2 R88-516-370-375 0.018 
1551004~ D 2 R88-516-375-380 0.016 
15510048 D 2 R88-516-380-385 0.015 
15510049 D 2 R88-516-385-390 0.005 
15510050 D 2 R88-516-390-395 0.008 

:sci~ - 6,05 15510051 D 2 R88-516-395-400 0.223-
11 15510052 D II 2 R88-516-400-405 0. 085- Io'~ .154-
11 15510054 D II 2 R88-516-405-410 0.018 
11 15510055 D " 2 R88-516-410-415 0.014 
11 15510056 D II 2 R88-516-415-420 0.006 
"15510057 D 2 R88-516-420-425 0.009 
"15510058 D 2 R88-516-425-430 0.010 

15510059 D 2 R88-516-430-435 0.011 
15510060 D 2 R88-516-435-440 0.014 
15510061 D 2 R88-516-440-445 0.006 I 

15510062 D 2 R88-516-445-450 0.020- s 
15510063" II D" 2 R88-516-450-455 0.006 
END II 



J. BARRON 05/12/88"TlfLE 21-12-88 08:35:12 098-1552 

"CLIENT BROHM MINING CORP .

"PROJECT NONE LISTED #SAMPLES: 17 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 17 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D DRILL CORE
" 41 P17- 17 Assay Prep II
" 42 P 2 3- 1 Sample Pickup II
" 43 P64= 265 Excessive Wetness II
"REMARKS"
" 50 FINAL RESULTS ARE REPORTED. II
u * * Vf ii
"FORMAT (A 8 p 1X p A1,A1,1X, A20,1 (IX,A7,Al)) II

"BEGIN " "Type" "Frac" " Sample ID" " Au"
"15520001" "D" "2" " R 8 8 — 516-455-460 II 0.017
"15520002" "D" n 2 11 " R 8 8 — 516-460-465 II 0.016 ^
"15520003" "D" H 2 n " R 8 8 — 516-465-470 II 0.022 — ^

"15520005" "D" "2" " R8 8- 516-470-475 II 0.010
"15520006" "D" ii 2 11 " R 8 8 — 516-475-480 II 0.006
"15520007" "D" "2" " R88- 516-480-485 11 0.004
"15520008" "D" "2" " R 8 8 — 516-485-490 II 0.015
"15520009" " D " "2" " R 8 8- 516-490-495 II 0.010
"15520010" "D" "2" " R 8 8 — 516-495-500 0.079 — s-|£

"15520011" " D " " 2 " " R 8 8- 516-500-505 11 0.020 —
"15520012" "D" ii 2 n " R 8 8 — 516-505-510 It 0.021 — ZO , £ ZG>

"15520013" "D" <i 2 M "R88- 516-510-515 11 0.024 —
"15520014" " D " "2" " R 8 8 — 516-515-520 11 0.012
"15520015" "D" "2" " R 8 8 - 516-520-525 II 0.006
"15520016" " D " " 2 " " R88- 516-525-530 II 0.012
"15520017" " D " "2" " R88- 516-530-535 II 0.009
"15520018" " D " "2" " R 8 8- 516-535-540 II 0.007
'END"

TI1LE 2i-12-88 08:35:12 098-1552 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 05/12/88" 
II 

17 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 17 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 17 
42 P23= 1 
43 P64= 265 

REMARKS" 

DRILL CORE 
Assay Prep 
Sample Pickup 
Excessive Wetness 

50 FINAL RESULTS ARE REPORTED. 
I **** II 

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN 11 Type" "Frac" "Sample ID II 
15520001 D 2 R88-516-455-460 
15520002 D 2 R88-516-460-465 
15520003 D 2 R88-516-465-470 
15520005 D 2 R88-516-470-475 
15520006 D 2 R88-516-475-480 
15520007 D 2 R88-516-480-485 
15520008 D 2 R88-516-485-490 
15520009 D 2 R88-516-490-495 
15520010 D 2 RSS-516-495-500 
15520011 D 2 R88-516-500-505 
15520012 D 2 RSS-516-505-510 
15520013 D 2 R88-516-510-515 
15520014 D 2 R88-516-515 520 
15520015 D 2 II RSB-516-520-525 
15520016 I D 2 11 RBB-516-525-530 
15520017" D 2" RBS-516-530-535 
15520018" D 2" RBB-516-535-540 
END" 

11 

II 

II 

11 

11 

Au" 
0.017 

11 

0.016 .,.... 
0.022- ':::> 

0.010 
0.006 
0.004 
0.015 
0.010 
0. 079 -
0. 020 -
0. 021 -
0. 024 -
0.012 
0.006 
0.012 
0.009 
0.00'! 

I 

o/15"" - S" I~ 
, 

ioe.,.036 

II 

II 



3 . BARRON 05/12/88'TITLE 23-12-88 07:45:55 098-1556 
'CLIENT BROHM MINING CORP.

'PROJECT NONE LISTED #SAMPLES:
'SPECIAL VALUES"
1 IS Insufficient Sample" ■
1 -9 No Value Recorded"
’ Values above the upper limit are 
1 Values below the lower limit are 
'DETERMINATIONS"
' ELNAME METHO ECO UNI #SAM LOLMT

60 REFERENCE: NONE LISTED

shown
shown

a s 
a s

-t-u p 1 imt" 
-1olmt (ie not detected)

" 01 Au FA
"SAMPLE PREPS"
" 40 SAMPLE TYPE-D
" 41 P17 — 60
"REMARKS"
" 50 FINAL RESULTS
«« * * * Vf (I

OPT 60 0.002
UPLIMT
99.999

COMMENTS"
Results Reported

DRILL
Assay

CORE
Prep

ARE REPORTED

FORMAT (A 8 , IX » A1, A 1 s 1 X j, A20,1(1X, A7, Al)) 11
BEGIN " "Type " "Frac" " Sample ID" " Au"

15560001" "D" "2" " R 8 8- 516-540 -545 " 0.007

15560002" "D" "2" " R 88- 516-545 -550 " 0.017

15560003" "D" "2" " R 8 8- 516-550 -555 " 0.010

15560004" " D " ii ^ n " R 8 8- 516-555 -560 " 0.016

15560005" "D" ii 2 H " R88- 516-560 -565 " 0.018

15560006" "D" "2" " R 8 8- 516-565 -570 " -0.002
15560007 " "D" "2" " R88- 516-570-575 " -0.002

15560009" "D" "2" " R 8 8 - 516-575 -580 " 0.005
15560010" " D " " 2 " " R 88- 516—580 -585 " 0.014
15560011" "D" "2" " R 8 8- 516-585 -590 " 0.017

/
S'

15560012 " " D " ii 2 ii " R88- 516-590 -595 " 0.017
15560013 " " D " i1 2 1 * " R 8 8 - 516-595 -600 " 0.020 ------
15560014 " "D" "2" " R 88- 516-600 -605 " 0.011
15560015" " D " "2" " R 8 8- 516-605 -610 " 0.009
15560016 " "D" "2" " R 88- 516-610 -615 " 0.006
15560017" "D" "2." " R88- 516-615 -620 " 0.014
15560018" " D " "2" " R88- 516-620 -625 " 0.012
15560019" "D" " 2 " " R88- 516-625 -630 " 0.007

15560020" " D " "2" " R88- 516-630 -635 " -0.002

15560021" "D" ii 2 11 " R 8 8- 516-635 -640 " -0.002

15560022" "D" "2" " R 8 8 — 516-640 -645 " -0.002 f

15560023" "D" "2" " R 8 8 - 516-645 -650 " 0.029 -----

15560024" "D" " 2 " " R 8 8 — 516-650 -655 " 0.014
15560025" "D" ii 2 H " R 8 8 — 516-655 -660 " ' 0.012

15560026" "D" n 2 •• " R 8 8 — 516-660 -665 " 0.010

15560027" "D" M 2 n " R 8 8 - 516-665 -670 " 0.008
15560028" " D " "2" " R88- 516-670 -675 " 0.005
15560029" " D " " 2 " " R88- 516-675 -680 " 0.006
15560030" " D " ii 2 ii " R 8 8 — 516-680 -685 " 0.002

15560031" "D" "2" " R 8 8 — 516—685 -690 " 0.015
15560032" "D" "2" " R 8 8 — 516-690 -695 " 0.014
15560034" " D " "2" " R 8 8 — 516-695 -700 " 0.007
15560035" "D" "2" " R 8 8- 516-700 -705 " 0.010
15560036" "D" "2" " R 8 8- 516-705 -710 " 0.009
15560037" "D" " 2 " " R88- 516-710 -715 " 0.153—' ?/o - 72 S
15560038 " " D " " 2 " " R 8 8 — 516-715 -720 " 0.112—'

/ S'15560039" "D" ii 2 n " R 8 8 — 516-720 -725 " 0.023 —
15560040" " D " "2" " R 8 8 — 516-725 -730 " 0.015

15560041" "D" "2" " R 8 8 — 516-730 -735 11 0.016
15560042 " " D " M 2 H " R 8 8 — 516-735 -740 " 0.014
15560043 " "D" "2" " R 8 8 — 516-740 -745 " 0.016
15560044 " "D" "2" "R88- 516-745 -750 " 0.021—

15560045 " " D " "2" "R88- 516-750 -755 " 0.031----- 'Q .026

15560046" "D" "2" " R 8 8 — 516-755 -760 " 0.006

TifLE 23-12-88 07:45:55 098-1556 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J.BARRON 05/12/88" 
II 

60 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 60 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 60 

REMARKS" 

DRILL CORE 
Assay Prep 

II 

II 

50 FINAL RESULTS ARE REPORTED. 
****II 
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN " Type" "Frac" "Sample ID" II A u II 
15560001 0 2 R88-516-540-545 0.007 
15560002 
15560003 
15560004 
15560005 
15560006 
15560007 
15560009 
15560010 
15560011 
15560012 
15560013 

0 
0 
D 
0 
0 
0 
0 
D 
0 
D 
0 

2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 

15560014 D 2 
15560015 D 2 
15560016 D '2 
15560017 D 2 
15560018' D 2 
15560019 0 2 
15560020 D 2 

R88-516-545-550 0.017 
R88-516-550-555 0.010 
R88-516-555-560 0.016 
R88-516-560-565 0.018 
R88-516-565-570 -0.002 
R88-516-570-575 -0.002 
RBB-516-575-580 0.005 

'R88-516-580-585 0.014 
R88-516-585-590 0.017 
R88-516-590-595 0.017 
R88-516-595-~6~0~0 _____ ~0~·~0~2~0~--
R88-516-600-605 0.011 
RBB-516-605-610 0.009 
R88-516-610-615 0.006 
R88-516-615-620 0.014 
RBB-516-620-625 0.012 
R88-516-625-630 0.007 
R88-516-630-635 -0.002 

II 

I 
~ 

15560021 D 2 
15560022 0 2 

R88-516-635-640 -0.002 
R88-516-640-645 -0. 002 ,- / 

15560023 0 2 
15560024 '0 2 

R88-516-645-_6~5~0 _______ 0_._0~2-9_-_-~~ 
R88-516-650-655 0.014 

15560025 "0 2 R88-516-655-660 0.012 
15560026 "0 2 R88-516-660-665 0.010 
15560027 "0 2 R88-516-665-670 0.008 
15560028 "0 2 R88-516-670-675 0.005 
15560029 "0 2 'R88-516-675-680 0.006 
15560030 "0 2 R88-516-680-685 0.002 
15560031 "0 2 RBB-516-685-690 0.015 
15"560032 "0 2 R88-516-690-695 0.014 
15560034 "0 2 R88-516-695-700 0.007 
15560035 11 11 0 I 2 R88-516-700-705 0.010 
15560036" "0 2 
15560037" "0 2 

RBB-516-705-710 0.009 
R88-516-;7~1~0--~7~1~5~---r:---~0~.~1~5~3::--:::_=:=---~J~/0--~,.~2~5-:=--

15560038" 'D 2 
15560039" D 2 
15560040" D 2 

R88-516-715-720 0.112--
R88-516-720-~7~2~5----;-::--~0~.~0~2~3~-----/-s~(!_,,=-~·=0_:_:9, 
R88-516-725-730 0.015 

15560041" D '2 RSB-516-730-735 0.016 
15560042" D 2 RBB-516-735-740 0.014 
15560043" 0 2 
15560044" D 2 

RBB-516-~7~4~0~-~7_4~5"-,---____ __:::0~.~0~1~6::,._ ___ _ 
R88-516-745-750 0. 021- ?-1~- ~r~ 

15560045" D 2 
, 

"R88-516-750-Z55 11 0. 03l.- /0 (!. .02--, 
15560046" D 2 "RBB-516-755-760 11 0.006 
..,_,..._,,.,~,...~---"-lL~,..._ __ ,..., - ,,,...__~,..._ _____ ,.,_ 

--~--- - .~ ... ,,.,. 

II 

II 



x o o o e v 4 t D n o o —
15560048" " D " "2" "R88-
15560049" " D " "2" " R88-
15 5 600 50" " D " "2" " R88-
15560051" " D " "2" "R88-

15560052" "D" "2" "R88-
15560053" " D " M 2 n "R88-
15560054" "D" "2" "R88-
15560055" "D" "2" "R88-
15560056" " D " ii 2 >• "R88-
15560057 " " D " H 2 M "R88-
15560059" " D " "2" "R88 —
15560060" " D " i> 2 “ " R 8 8 —
15560061" " D " " 2 " " R 8 8 —
15560062" " D " "2" " R 8 8 —
15560063" "D" "2" " R 8 8-
END"

~~ f OV— / O D W ■> W X o
-765-77 0 II 0.019
-770-775 11 0.002
-775-780 II 0.034
-780-785 1 0.025
-785-790 1 0.057

-790-795 II 0.014
-795-800 1 0.010
-800-805 II 0.039
-805-810 11 0.016
-810-815 II 0.006
-815-820 II 0.016
-820-825 II 0.002
-825-830 11 0.005
-830-835 II 0.006
-835-840 II 0.003

0X0
516
516
516
516
516
516
516
516
516
516
516
516
516
516
516

.LOOt>-ll/'tl'-1/ ---~-IT~- ··-z·- r100-o.Lo-1 o'tl-1 oo ---ll/;vJJ;o· 

15560048 II D 2 R88-516-765-770 0.019 
15560e)4,9 II D 2 R88-516-770-775 0.002 
15 5 6'0 0 5 0 II D 2 R88-516-775-780 0. 034- 1-1~-aos-
15560051 II D 2 R88-516-780-785 0.025-
15560052 II D 2 R88-516-785-790 0.057- se>~,o'.sO 
15560053 II D 2 RSS-516-790-795 0. 014-
15560054 II D 2 R88-516-795-800 0.010-
15560055 II D 2 R88-516-800-805 0. 039-
15560056 D 2 R88-516-805-810 0.016 
15560057 D 2 R88-516-810-815 0.006 
15560059 D 2 R88-516-815-820 0.016 
15560060 D 2 R88-516-820-825 0.002 
15560061 D 2 RSS-516-825-830 0.005 
15560062 D 2 RSS-516-830-835 0.006 
15560063 D 2 R88-516-835-840 0.003 
END II 



J. BARRON 02/12/88'TITLE T4-12-88 08:30:10 098-1557 
'CLIENT BROHM MINING CORP.
'PROJECT NONE LISTED #SAMPLES: 17 REFERENCE: NONE LISTED
'SPECIAL VALUES"
' IS Insufficient Sample"
' -9 No Value Recorded"

upper limit are shown as 
lower limit are shown as

' Values above the 
' Values below the 
'DETERMINATIONS"
' ELNAME METHO
' 01 Au FA
'SAMPLE PREPS"
' 40 SAMPLE TYPE = D
' 41 P17 = 17
1 42 P 6 4= 185
' 43 P 2 3— 1
'REMARKS"
1 50 FINAL RESULTS ARE REPORTED.
■ * * * * II

-t-uplimt"
-lolmt (ie not detected)

ECO UNI # S A M LOLMT UPLIMT COMMENTS"
OPT 17 0.002 99.999 Results Reported

DRILL CORE
Assay Prep "
Excessive Wetness "
Sample Pickup "

"FORMAT (A 8 , IX , A1 o A1pIX,A 2 0 „1(IX p A7 , Al) ) "

"BEGIN " "Type " "Frac" "Sample ID" " Au"
"15570001" "D" " 2 " "R88—516-840-845 II 0.009
"15570002" " D " "2" "R88-516-845-850 11 0.007
"15570003" "D" "2" "R88—516—850—855 II 0.004
"15570004" " D " "2" "R88-516-855-860 II 0.007
"15570005" " D " ii 2 n "R88—516—860-865 II 0.006
"15570006" "D" it ^ M "R88-516-865-870 II 0.005
"15570007" "D" " 2 " "R88-516-870-875 II 0.006
"15570008" "D" ii 2 n "R88-516-875-880 II 0.009
"15570010" " D " " 2 " "R88-516-880-885 II 0.004
"15570011" "D" "2" "R88-516-885—890 11 0.004
"15570012" "D" " 2 " "R88-516-890-895 II 0.007
"15570013" " D " " 2 " "R88—516—895—900 II 0.015
"15570014" " D " ii 2 ii "R88-516-900-905 It 0.023-----
"15570015" "D" "2" "R88-516—905—910 11 0.045-----
"15570016" "D" "2" "R88-516-910-915 II 0.010
"15570017" " D " " 2 " "R88-516-915-920 11 0.007
"15570018" "D" " 2 " "R88-516-920-925 II 0.004

’END"

<=\0O -^lO

(0(31.034-

TITLE '1"4-12-88 08: 30: 10 098-1557 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 02/12/88" 
II 

17 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
'Values below the lower limit are shown as -lolmt 
DETERMINATIONS" 

(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 17 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 17 
42 P64= 185 
43 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
**** II 
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN II Type 11 "Frac" "Sample ID II 
15570001 D II II 2 "R88-516-840-845 
15570002 D II II 2 "R88-516-845-850 
15570003 D II II 2 "R88-516-850-855 
15570004 D II II 2 "R88-516-855-860 
15570005 D II 2 R88-516-860-865 
15570006 D II 2 RSS-516-865-870 
15570007 D 2 R88-516-870-875 
15570008 D 2 R88-516-875-880 
15570010 D 2 R88-516-880-885 
15570011 D 2 R88-516-885-890 
15570012 D 2 R88-516-890-895 
15570013 D 2 R88-516-895-900 
15570014 D 2 R88-516-900-905 
15570015 D 2 R88-516-905-910 
15570016 D 2 R88-516-910-915 
15570017 D 2 R88-516-915-920 

1 15570018 D 2 R88-516-920-925 
II E N D II 

II 

II 

II 

II 

II 

A u II 
0.009 
0.007 
0.004 
0.007 
0.006 
0.005 
0.006 
0.009 
0.004 
0.004 
0.007 
0.015 
0. 023-
0. 045-
0.010 
0.007 
0.004 

II 

Cjoo-q,o 
(oe.o* 

II 

II 



J. BARRON 04/12/88'TITLE 16-12-88 09:16:06 098-1610 
'CLIENT BROHM MINING CORP.
'PROJECT NONE LISTED #SAMPLES: 15 REFERENCE: NONE LISTED
'SPECIAL VALUES"
' IS Insufficient Sample"
' -9 No Value Recorded"
Values above the upper limit are shown as 
Values below the lower limit are shown as 

’DETERMINATIONS"
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

OPT01 Au FA
'SAMPLE PREPS"

40 SAMPLE TYPE=D
41 P17= 15
42 P64= 189
43 P23= 1

'REMARKS''
50 FINAL RESULTS ARE REPORTED 

'****••

15 0.002 99.999

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup

+uplimt"
-lolmt (ie not

COMMENTS"
Results Reported

it

ii

detected)

it

'FORMAT (A8,1X,A1,A1,IX, 
'BEGIN ’’ "Type" "Frac" " 
’16100001" "D" "2" "R 8 8- 
’16100003" "D" "2" "R88- 
’16100004" "D" "2" "R88- 
’16100005" "D" "2" "R88- 
’16100006" "D" "2" "R88- 
’16100007" "D" "2" "R88- 
’16100008" "D" ”2" "R88- 
’16100009" "D" ”2" "R88- 
’16100010" "D” "2" "R88- 
'16100011" "D" ”2" "R88- 
’16100012" "D" "2" "R88- 
’16100013" "D" ”2" "R88- 
’16100014" "D” ”2” ” R 8 8 - 
’16100015” "D” ”2” ”R88- 
’16100016” ”D” ”2” "R88- 
’END"

A20,1 (IX,A7,A1) ) ’’
Au"

516-
516-
516-
516-

516-

516-

925-930
930-935

0.043--
" 0.005-

c\ZS- ^ ^

935-940
940-945

" 0.048 
" 0.021'—

945-950 ’’ 0.008-
950-955 " 0.018-
955-960 " 0.044--
960-965 " 0.013-
965-970 " 0.056--
970-975 " 0.151 --
975-980 " 0.021---
980-985 " 0.059--
985-990 " 0.051--
990-995 ” 0.021---

0.011

ii

. . 

"TITLE 16-12-88 09:16:06 098-1610 
"CLIENT BROHM MINING CORP. 

J. BARRON 04/12/88" 

"PROJECT NONE LISTED #SAMPLES: 15 REFERENCE: NONE LISTED 
"SPECIAL VALUES" 
" IS Insufficient Sample" 
" -9 No Value Recorded" 
"Values above the upper limit are shown as +uplimt" 
"Values below the lower limit are shown as -lolmt 
"DETERMINATIONS:• 
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

(ie not detected)" 

" 01 Au FA OPT 15 0.002 99.999 Results Reported " 
"SAMPLE PREPS" 
" 40 SAMPLE TYPE=D 
" 41 Pl?= 15 
" 42 P64= 189 

43 P23= 1 
"REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
* * * * " 
FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 
BEGIN " "Type" "Frac" "Sample ID" 
16100001" "Du fl 2" "R88-516-925-930 
16100003" "D" "2" "R88-516-930-935 
16100004" "D" "2 n "R88-516-935-940 
16100005" "D" "2" "R88-516-940-945 

"16100006" "D" "2" "R88-516-945-950 
"16100007" "D" "2" "R88-516-950-955 
"16100008" "D" "2" "R88-516-955-960 
"16100009" "D" "2" "R88-516-960-965 
"16100010 "D" II 2 II "R88-516-965-970 
"16100011 "D" "2" "R88-516-970-975 
"16100012 "D .. H 2 II "R88-516-975-980 
"16100013 "D" "2" "R88-516-980-985 
"16100014 "D" "2" "R88-516-985-990 
"16100015 "D" II 2 U " R 8 8 - 5 16 - 9 9 0 - 9 9,5 
"16100016 "D" "2" "R88-516-995(~ "END" 

" 

Au" 
0.043 qz.s- ere;(' 
0.005-
0.048-

1D 1
~ ,()4-0 0.021-

0.008-
0.018-
0,044-
0.013-
0.056-
0.151 -
0.021-
0.059-
0.051-
0.021-
0.011 




